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Re: Message for Dr. Quinn of NASA

Zhishi Guo <Guo.ZhishiLNDU@usepa.onmicrosoft.com>
Thu 5/3/2012 3:18 PM

To: Liu, Xiaoyu <Liu.Xiaoyu@epa.gov>
Cc: Thompson, Bob <Thompson.Bob@epa.gov>

See below

From: Xiaoyu Liu/RTP/USEPA/US

To: Zhishi Guo/RTP/USEPA/US@EPA

Cc: Bob Thompson/RTP/USEPA/US@EPA
Date: 05/03/2012 03:15 PM

Subject: Re: Message for Dr. Quinn of NASA

Zhishi,

1. Do you want to add a citation for the new method?
We do not have one.

2. Our study shows the penetration depth for concrete being about 2-3 mm for one time treatment.
NASA applied multiple times of treatment even for paint.

Maybe we want to same something like "...limited penetration depth for concrete under our evaluation
conditions"?

Wiil do.

Xiaoyu

From: Zhishi Guo/RTP/USEPA/US

To: Xiaoyu Liu/RTP/USEPA/US@EPA
Cc: Bob Thompson/RTP/USEPA/US@EPA
Date: 05/03/2012 02:51 PM

Subject: Message for Dr. Quinn of NASA

Xiaoyu:

Below is the draft text that | plan to send to Jackie Quinn. Let me know your comments.

Dr. Quinn::

Amy Hensley
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Phone: 703-305-5084.
eMail: hensley.amy@epa.gov
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